55 31 455 9 3] E T Vol.31 No.9
2010 49 H Rock and Soil Mechanics Sep. 2010

XEHS: 1000—7598 (2010) 09—2749—06

abE =AM EN R A TS ERMT

AxAR 2 | L, EmE, ko, gl LI

(1. P ERMEEBERDUA T 1250500 A 2 TR E R se e =, i 430071;
2. VEE BRI BURS2Ee =, vAE BUR 59655)

S}

B E: BIEFAM T TRER-FRS TR — IR . X2 AL EIAT T =5R45R5, AR B S it
T N AEIAINEN A, AR A AR R BB R, 43 B T BRI A R KBS SR A . TR )RR A
INENREAIIBIE R (N S5 BT TREAT TIRANT, S50, (1) B A T8I0, W46 I 3B BoR s AR AR K505
ISR HEAIEYEAS TR B, BB R S AT i ZE BT T KT, AR A FsiE R . (2D il in#g Al
AR R4, 5 RALBRIR D, G REBIE RN RS KA X B TSR TN 2 MR (3) Sl )
TR EN R FE s, AR AN T R AR TS IR IE R AR IR IS . (4) WA BB R IR A D Vo k, Ui T
ZADE, FLBURIZEBSIE RN A 2, FLIBIE R I SRR B B R (1) T a0 i PRI

X B OE: BER Wns LB NAER THNS

h B 4245 TU 452 THERFR IR A

Study of permeability of sandstone in triaxial cyclic stress tests
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(1. State Key Laboratory of Geomechanics and Geotechnical Engineering, Institute of Rock and Soil Mechanics,Chinese Academy of Sciences, Wuhan
430071, China; 2. Laboratory of Mechanics of LILLE, UMR 8107 CNRS, EUDIL-USTL, Polytech-Lille, 59650 Villeneuve d’Ascq, France)

Abstract: Permeability is one of the key factors in hydro-mechanical coupling study for underground engineering. A series of cyclic
triaxial compression tests were conducted with red porous sandstones; the axial permeability was calculated according to Darcy’s law
during the failure process. Based on the mechanical and permeability results, the influences of mean stress and stress cycles on
permeability were investigated according to stress-strain curves and deformation modulus evolutions. Some conclusions are drawn: (1)
With the increase of axial strain, permeability is consistently decreased in initial compaction and elastic deformation stages; during
the plastic deformation stage, the reduction ratio of permeability is gradually decreased; in the end, permeability is even increased
under low confining pressure. (2) The skeleton grain compaction causes porosity decrease, consequently permeability decreases; an
empirical function is proposed to describe the relationship between permeability and mean stress. (3) During the stress cycles, the
irreversible permeability behavior is induced by the irreversible deformation of skeleton grains. (4) There is a weak augment of
permeability in post-peak stage, which shows the effect of induced cracks corresponds with the one of pore, the augment extent has a
negative correlation with confining pressure, for porous sandstone.
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